
 
 

 
 

CERTIFICATE OF ANALYSIS 
 

POLYETHYLENE GLYCOL 1000, NF 
 

CAS Number 25322-68-3 
Molecular Formula H(OCH2CH2)nOH 
Molecular Weight  
  
TEST SPECIFICATION 
AVERAGE 
MOLECULAR 
WEIGHT 900 - 1100 
COMPLETENESS 
AND COLOR OF 
SOLUTION --TO PASS TEST 
VISCOSITY @98.9 C 
(210 F) +/-0.3 C 16.0 - 19.0 CS 
pH OF A 5% 
SOLUTION @ 25oC 4.5 - 7.5 
RESIDUE ON 
IGNITION -- 0.1 % 
HEAVY METALS -- 5 PPM 
ETHYLENE & 
DIETHYLENE 
GLYCOL -- 0.25 % 
FREE ETHYLENE 
OXIDE -- 10 UG/G 
FREE 1,4-DIOXANE -- 10 UG/G 
IDENTIFICATION --TO PASS TEST 
RETEST DATE   
RESIDUAL 
SOLVENTS --TO PASS TEST 

  
 



 
 

CERTIFICATE OF ANALYSIS 
 

POLYETHYLENE GLYCOL 1500, NF 
 

CAS Number 25322-68-3 
Molecular Formula H(OCH2CH2)nOH 
Molecular Weight  
  
TEST SPECIFICATION 
AVERAGE 
MOLECULAR 
WEIGHT 1350-1650 
COMPLETENESS 
AND COLOR OF 
SOLUTION --TO PASS TEST 
VISCOSITY @98.9 C 
(210 F) +/-0.3 C 26 - 33 CS 
pH OF A 5% 
SOLUTION @ 25oC 4.5- 7.5 
RESIDUE ON 
IGNITION -- 0.1 % 
HEAVY METALS -- 5 PPM 
FREE ETHYLENE 
OXIDE -- 10 UG/G 
FREE 1,4-DIOXANE -- 10 UG/G 
IDENTIFICATION --TO PASS TEST 
RETEST DATE   
RESIDUAL 
SOLVENTS --TO PASS TEST 



 
 

CERTIFICATE OF ANALYSIS 
 

POLYETHYLENE GLYCOL 200 
 
 

CAS Number 25322-68-3 
Molecular Formula H(OCH2CH2)nOH 
Molecular Weight  
  
TEST SPECIFICATION 
MOLECULAR 
WEIGHT (AV.) 190 - 210 
COMPLETENESS 
AND COLOR OF 
SOLUTION TO PASS TEST 
pH OF A 5% 
SOLUTION @ 25oC 4.5 - 7.5 
COLOR (Pt-Co) 18
RESIDUE AFTER 
IGNITION -- 0.1% 
RETEST DATE   

 



 
 

CERTIFICATE OF ANALYSIS 
 

POLYETHYLENE GLYCOL 300, NF 
 

CAS Number 25322-68-3 
Molecular Formula H(OCH2CH2)nOH 
Molecular Weight  
  
TEST SPECIFICATION 
AVERAGE 
MOLECULAR 
WEIGHT 285 - 315 
COMPLETENESS 
AND COLOR OF 
SOLUTION --TO PASS TEST 
VISCOSITY @98.9 C 
(210 F) +/-0.3 C 5.4 - 6.4 CS 
pH OF A 5% 
SOLUTION @ 25oC 4.5 - 7.5 
RESIDUE ON 
IGNITION -- 0.1 % 
HEAVY METALS -- 5 PPM 
ETHYLENE & 
DIETHYLENE 
GLYCOL -- 0.25 % 
FREE ETHYLENE 
OXIDE -- 10 UG/G 
FREE 1,4-DIOXANE -- 10 UG/G 
IDENTIFICATION --TO PASS TEST 
RETEST DATE   
RESIDUAL 
SOLVENTS --TO PASS TEST 

 



 
 
 

CERTIFICATE OF ANALYSIS 
 

POLYETHYLENE GLYCOL 3350, NF 
 

 
 
 
 
 
 
 
 
 

CAS Number 25322-68-3 
Molecular Formula H(OCH2CH2)nOH 
Molecular Weight  
  
TEST SPECIFICATION 
AVERAGE 
MOLECULAR 
WEIGHT 3015 - 3685 
COMPLETENESS 
AND COLOR OF 
SOLUTION TO PASS TEST 
VISCOSITY @98.9 C 
(210 F) +/-0.3 C 76 - 110 CS 
pH OF A 5% 
SOLUTION @ 25oC 4.5 - 7.5 
RESIDUE ON 
IGNITION -- 0.1% 
HEAVY METALS -- 5 PPM 
FREE ETHYLENE 
OXIDE -- 10 ?G/G 
FREE 1,4-DIOXANE -- 10 ?G/G 
IDENTIFICATION TO PASS TEST 
RETEST DATE   
RESIDUAL 
SOLVENTS: TO PASS TEST 



 
 

CERTIFICATE OF ANALYSIS 
 

POLYETHYLENE GLYCOL 400, NF 
 

CAS Number 25322-68-3 
Molecular Formula H(OCH2CH2)nOH 
Molecular Weight  
  
TEST SPECIFICATION 
AVERAGE 
MOLECULAR 
WEIGHT 380 - 420 
COMPLETENESS 
AND COLOR OF 
SOLUTION --TO PASS TEST 
VISCOSITY @98.9 C 
(210 F) +/-0.3 C 6.8 - 8.0 CS 
pH OF A 5% 
SOLUTION @ 25oC 4.5 - 7.5 
RESIDUE ON 
IGNITION -- 0.1 % 
HEAVY METALS -- 5 PPM 
ETHYLENE & 
DIETHYLENE 
GLYCOL -- 0.25 % 
FREE ETHYLENE 
OXIDE -- 10 UG/G 
FREE 1,4-DIOXANE -- 10 UG/G 
IDENTIFICATION --TO PASS TEST 
RETEST DATE   
RESIDUAL 
SOLVENTS --TO PASS TEST 

 
 



 
 

CERTIFICATE OF ANALYSIS 
 

POLYETHYLENE GLYCOL 600, NF 
 

CAS Number 25322-68-3 
Molecular Formula H(OCH2CH2)nOH 
Molecular Weight  
  
TEST SPECIFICATION 
MOLECULAR 
WEIGHT (AV.) 570 - 630 
COMPLETENESS 
AND COLOR OF 
SOLUTION --TO PASS TEST 
ACTUAL VISCOSITY 
@ 98.9 C+/-0.3 C (210 
F) 9.9 -11.3 CS 
pH OF A 5% 
SOLUTION @ 25oC 4.5 - 7.5 
RESIDUE ON 
IGNITION -- 0.1 % 
HEAVY METALS -- 5 PPM 
ETHYLENE & 
DIETHYLENE 
GLYCOL -- 0.25 % 
FREE ETHYLENE 
OXIDE -- 10 UG/G 
FREE 1,4-DIOXANE -- 10 UG/G 
IDENTIFICATION --TO PASS TEST 
RETEST DATE   
RESIDUAL 
SOLVENTS: --TO PASS TEST 

 
 



 
 
 


